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Abstract The Pt nanoparticles (NPs), which posses the

wider tunable localized-surface-plasmon (LSP) energy

varying from deep ultraviolet to visible region depending

on their morphology, were prepared by annealing Pt thin

films with different initial mass-thicknesses. A sixfold

enhancement of the 357 nm forward emission of ZnMgO

was observed after capping with Pt NPs, which is due to the

resonance coupling between the LSP of Pt NPs and the

band-gap emission of ZnMgO. The other factors affecting

the ultraviolet emission of ZnMgO, such as emission from

Pt itself and light multi-scattering at the interface, were

also discussed. These results indicate that Pt NPs can be

used to enhance the ultraviolet emission through the LSP

coupling for various wide band-gap semiconductors.
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Introduction

Due to their wide band-gap and high exciton binding

energy, ZnO and its alloys are of considerable interest for

applications as optoelectronic devices, such as short-

wavelength light-emitting diode (LED) and laser diode

(LD). Especially, the band-gap of Zn1-xMgxO alloys can

be tuned from 3.3 to 4.2 eV by Mg incorporation with

different contents, which suggests that Zn1-xMgxO has

great potential for using as optoelectronic devices in deep

ultraviolet (UV) region [1–3]. High optical quality ZnMgO

thin films with the strong UV emission are necessary to

utilize the aforementioned good properties of ZnMgO.

Unfortunately, intrinsic defects of ZnMgO lead to a low

UV emission efficiency, which hinders its application in

light-emitting devices [1–3]. Therefore, how to control the

influence of defect states and improve UV emission effi-

ciency has become a major issue, and numerous studies

have been conducted with it.

Recently, a significant enhancement of ZnO UV emission

has been achieved by coating a continuous metal film on

ZnO via surface-plasmon-polarization (SPP) coupling [4,

5]. In most of previous reports, metal-film-capped emitter

structures were usually adopted, and light was emitted

through substrates into the free space. For this backward

geometry a transparent substrate is required, which restricts

its wide applications. More recently, Cheng et al. [6] and Lu

et al. [7] demonstrated that the enhancement of forward

emission from ZnO can be achieved by localized-surface-

plasmon (LSP) coupling through depositing Ag nanoparti-

cles (NPs) on ZnO surface. However, Ag NPs can only show

plasmon excitations at wavelengths longer than 400 nm,

thus the energy match is not ideal for the coupling between

Ag LSP and band-gap emission of ZnO (378 nm). In the

case of Zn1-xMgxO, the coupling between Ag LSP and Zn1-

xMgxO band-gap emission will become worse because of

even larger difference in energy [8–11]. Fortunately, the

LSP energy of Pt NPs can be tuned in a wide region from the

deep-UV to visible region [12, 13], which provides the

possibility of enhancing band-gap emission of Zn1-xMgxO
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via Pt LSP coupling. In this study, we report on using LSP of

Pt NPs to enhance the band-gap emission of Zn1-xMgxO. A

sixfold enhancement of the forward emission at 357 nm is

obtained by capping Pt NPs on Zn1-xMgxO surface, indi-

cating that the Pt LSP coupling is a promising method for

improving UV emission of ZnO-based alloys.

Experimental Details

The ZnMgO films were deposited on Al2O3 (001) substrates

by radio-frequency (RF) magnetron co-sputtering from ZnO

(99.99%) and MgO (99.99%) targets [14]. The target-sub-

strate distances are 8 and 12 cm for the ZnO and MgO tar-

gets, respectively. The sputtering chamber was evacuated to

a base pressure of 1.0 9 10-5 Pa, and then filled with the

working gas to a pressure of 1.0 Pa. Prior to deposition, the

substrates were sequentially cleaned in the ultrasonic baths

of acetone, ethanol and de-ionized water, and then blown

dried with nitrogen gas. In this study, both RF powers

applied to the ZnO and MgO targets were kept at a constant

of 80 W, and sapphire substrates were held at 600 �C. To

improve the crystallinity, the ZnMgO films were annealed in

vacuum at 800 �C for 2 h. Finally, the Pt NPs were grown on

the ZnMgO surface by sputtering deposition of Pt thin films

followed by annealing. Annealing was performed by rapid

thermal annealing (RTA) in N2 ambient at 800 �C for 3 min.

The sizes of Pt NPs were controlled by varying Pt mass-

thicknesses ranging from 2 to 8 nm.

The structures of the ZnO and ZnMgO films were

studied by X-ray diffraction (XRD) in h–2h mode with a

Bruker D8 diffractometer with a Cu Ka X-ray source. The

morphologies of Pt NPs on SiO2 substrates were investi-

gated by a field emission scanning electron microscopy

(FE-SEM, Hitachi S4800). Photoluminescence (PL) spec-

tra were excited by using the 325 nm emission of He-Cd

laser with the power of 30 mW and taken at room tem-

perature (RT) by using a grating spectrometer and a pho-

tomultiplier tube (PMT) detector, and both excitation and

detection were carried on the top of the samples. The

optical transmittance and reflection spectra were measured

as a function of incident photon wavelength at wavelengths

between 200 and 800 nm from films deposited on the fused

silica substrates using a Shimadzu UV-3101 spectropho-

tometer. The spectrophotometer was used in a double-beam

mode with a bare substrate in the reference beam to obtain

transmittance data through the film alone.

Results and Discussion

XRD patterns of the ZnO and ZnMgO films are shown in

Fig. 1. Besides the sapphire substrate diffraction peak

located at 41.7�, only (002) and (004) diffraction peaks of

ZnO at about 34.3� and 72.4� are observed for the ZnO

film, indicating that the ZnO thin film was grown along a c-

axis orientation of the sapphire substrate [11]. The ZnMgO

film exhibits a similar XRD pattern as the ZnO film,

inferring that a single phase of hexagonal ZnMgO was

obtained and it was also highly c-axis oriented. Further-

more, a slight shift of the (002) peak to large diffraction

angles is observed in an enlarged view of the ZnO and

ZnMgO (002) diffraction peaks, as presented in the inset of

Fig. 1, demonstrating the decrease of the c-axis length of

ZnO after Mg incorporation [15]. Based on the peak shift

and the lattice strain model [16, 17], the Mg content in

ZnMgO is estimated to be about 10%, demonstrating that

Mg atoms were successfully incorporated into ZnO lattice.

The absorption coefficient a can be calculated from the

transmittance and reflectance measurements. As a direct

band-gap semiconductor, the absorption coefficient a of

ZnO can be described as a = A(hm - Eg)1/2. Thus, the

band-gap Eg can be determined from the relation between a
and hm. The a2 as the function of incident photon energy hm
is plotted in Fig. 2 for the ZnO and ZnMgO films,

respectively. From the hm axis intercept of the linear part of

the plot a2 versus hm, the optical band-gaps of the ZnO and

ZnMgO are determined to be 3.26 and 3.47 eV, respec-

tively, which indicates that the band-gap of ZnO has been

widen about 0.21 eV after 10% Mg incorporation.

The Pt NPs were achieved by annealing the Pt films with

different mass-thicknesses ranging from 2 to 8 nm on SiO2

substrates, and the corresponding SEM images are pre-

sented in Fig. 3. Due to the difference of the thermal

expansion coefficient between the substrates and Pt films,

when the initial thickness of Pt films is in the scale of

nanometers, the compressive stress induced by annealing

Fig. 1 XRD patterns of the ZnO and ZnMgO films on Al2O3 (001)

substrates, and the inset shows an enlarged view of the ZnO and

ZnMgO (002) diffraction
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and the Ostwald ripening mechanism would cause the Pt

films to form isolated particles [18]. With increasing the Pt

mass-thickness from 2 to 8 nm, the particle size increases

from 20 to 200 nm, while the inter-particle distance of the

Pt NPs increases from 20 to 150 nm. It is also found that

the particle shape changes from sphericity to ellipse when

the Pt mass-thickness increases from 2 to 6 nm, and they

form a semi-continuous percolation film when the mass-

thickness exceeds 8 nm. Obviously, the size, distance and

shape of Pt NPs can be easily controlled by varying the

initial mass-thicknesses of the Pt films, which will be in

favor for tuning the characteristics of Pt LSP [18, 19].

To determine the LSP resonance position of the Pt

NPs, the extinction spectra of the Pt NPs with mass-

thickness varying from 2 to 8 nm were measured and the

corresponding results are shown in Fig. 4. As seen from

Fig. 4, all the extinction spectra of the Pt NPs exhibit an

obvious extinction peak varying from sample to sample,

implying that the resonance position of LSP resonance

can be tuned [19]. For the Pt NPs with the mass-thick-

ness of 2 nm (particle size 20 nm), the resonance posi-

tion of LSP is observed at 250 nm, which falls in the

deep-UV region. Because retardation effects occur on the

particles due to their increasing diameter [12], the

extinction peak shifts toward larger wavelengths with

increasing particle size. Noteworthily, the resonance

position of LSP shifts to about 350 nm as the size of Pt

NPs increases to 100 nm (mass-thickness 6 nm), which is

close to the band-gap of ZnMgO, implying that the Pt

NPs with suitable size can be used to enhance the UV

emission of ZnMgO [4–11].

Room PL spectra of the ZnMgO films covered with

and without Pt NPs (mass-thickness: 6 nm, LSP reso-

nance position: 350 nm) are shown in Fig. 5. The ZnMgO

film shows a weak UV emission at 357 nm (3.47 eV), and

this energy is consistent with the band-gap of the ZnMgO

film obtained from Fig. 2, inferring the band-gap emission

from ZnMgO. The PL peak intensity of the reference

ZnMgO at 357 nm is normalized to one, and a sixfold

enhancement in peak PL intensity is observed from the

ZnMgO film capped with the Pt NPs. Previous theoretical

work demonstrated that the PL behavior also existed in

Fig. 2 The relationship between the square of absorption coefficient

(a2) and photo energy (hm) for the ZnO and ZnMgO films

Fig. 3 SEM images of the Pt

NPs with the different initial

mass-thicknesses of (a) 2 nm,

(b) 4 nm, (c) 6 nm, and (d)

8 nm on SiO2 substrates
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noble metals due to direct recombination of the conduc-

tion-band electrons near the Fermi level with the holes in

the d band [20]. To exclude the possibility of the

enhanced emission from Pt NPs themselves, the PL

spectrum of the counterpart Pt NPs is also shown in

Fig. 5. Although the weak PL signal from Pt NPs was

observed by Kang et al. with a micron-PL spectra [18], no

observable PL signal was detected in our experiment.

Thus, the contribution of Pt NPs themselves to the UV

emission of the Pt/ ZnMgO film can be safely excluded.

Another possible explanation for the PL enhancement

factor would be an increase in extraction angle, since

capping metal particles on an emitter surface may lead to

light multi-scattering at the metal/emitter interface. To

check this mechanism, the PL spectrum of the ZnMgO film

capped by Ag NPs is also given in Fig. 5. Here, the Ag NPs

with the similar morphology as the Pt NPs were prepared

by annealing a 6 nm Ag layer deposited on a reference

ZnMgO film. In Fig. 5, only about a 1.1-fold enhancement

in peak PL intensity is observed from the Ag-capped

ZnMgO film. Actually, from Fig. 4 one can see that the

main extinction peak of Ag NPs on SiO2 substrate is

located at 530 nm, which is far from the band-gap of

ZnMgO (3.47 eV, 357 nm), and a minor peak at 360 nm as

quadrupole extinction is a second-order effect [12]. Thus,

the resonance coupling between the Ag LSP and the band-

gap emission of ZnMgO can be ignored safely [4–11], and

the observed slight enhancement of PL intensity for the

Ag-capped ZnMgO in Fig. 5 can be ascribed to a simple

multi-scattering of light that occurred at the Ag/ZnMgO

interface. Because of the similar morphology between the

Ag and Pt NPs, for the Pt-capped ZnMgO film an emission

enhancement resulting from multi-scattering is expected to

be weaker also, e.g., *1.1-fold. Therefore, the multi-

scattering mechanism cannot explain the observed sixfold

enhancement alone, and the larger enhancement of the UV

emission from the Pt-capped ZnMgO film mainly be

attributed to the resonance coupling between the Pt LSP

and the band-gap emission of ZnMgO. This LSP-enhanced

emission process can be described as follows. When the

LSP energy of Pt NPs is matched with the band-gap of

ZnMgO, the excitation of LSP is much faster than other

recombination processes in ZnMgO because of the high

density of states induced by LSP resonance. Consequently,

most of the energy of excited states in ZnMgO is trans-

ferred into LSP [4–11]. After that, LSP can be scattered as

a far field radiation by the Pt NPs [6, 7, 21]. Since the

increase of scattering cross-section with particle size is

much more significant than absorption cross-section, the

particles with larger sizes will be favor to convert LSP into

light [21]. In fact, a sixfold enhancement of the ZnMgO

band-gap emission was obtained by the LSP coupling using

the Pt NPs with the size of 100 nm.

Theoretically, the enhancement factor Fp (Purcell fac-

tor) up to 103 orders of magnitude can be achieved when

the SP energy of metal is well consistent with the excited

states of emitters [22]. However, only a sixfold enhance-

ment of the band-gap emission of ZnMgO was observed in

the present work. We propose that the achievement of the

high enhancement ratio is restricted by the following fac-

tors. Firstly, a downward-going radiation cannot be pre-

vented, leading to the energy loss of LSP [23]. Secondly,

the broad extinction peak of the Pt NPs is unfavored for the

LSP coupling [24]. Thirdly, since the Pt NPs have stronger

extinction ability at 325 nm as seen from Fig. 4, the power

of the excited laser dissipates partly on the surface of Pt/

ZnMgO, which results in the less excited states in Pt/

ZnMgO than the reference ZnMgO. Besides, several other

Fig. 4 Extinction spectra of the Pt NPs with the different initial

mass-thicknesses varying from 2 to 8 nm on SiO2 substrates. For

comparison, the extinction spectrum of the Ag NPs with the similar

morphology as Pt on SiO2 substrates is also included

Fig. 5 Room temperature PL spectra of the ZnMgO, Pt/ZnMgO, Ag/

ZnMgO, and Pt NPs
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factors, such as the Ohmic loss [25], non-radiative Forster

energy transfer [5], lower SP radiative efficiency [21], may

be responsible for the weakened enhancement. And also,

for the three-layered structure (Pt/ZnMgO/Al2O3), power

lost to the substrate waveguide mode may also be one of

the reasons of the weakened enhancement [26]. Actually,

in recent reports, two to seven fold enhancements were

usually attained by SP coupling [6, 7, 9, 27], except for few

experiment results with enhancement ratios beyond tenfold

[8, 10]. Noticeably, in our case, the enhancement ratio can

be further improved by optimizing the process conditions.

For example, the extinction peak can become narrower by

controlling the uniformity and the mono-dispersion of Pt

NPs [12]. Additionally, the loss from the dissipation of the

excited laser can be eliminated automatically for the LSP-

enhanced electroluminescence in which the excited states

are induced by electron injection.

Conclusions

In conclusion, the Pt NPs with different morphologies,

corresponding to the LSP resonance position varying from

deep-UV to visible region, have been prepared by

annealing Pt thin films with various mass-thicknesses. The

357 nm forward emission of the ZnMgO film capped with

the Pt NPs is enhanced by sixfold via the coupling between

the Pt LSP and the band-gap emission of ZnMgO. Though

the enhancement ratio is far away from the theoretical

value, it would be very significant if a sixfold UV emission

enhancement can be attained for a practical optical-elec-

trical device. These results show that Pt NPs can be used to

enhance the UV emission through the LSP coupling for

various wide band-gap semiconductors, such as ZnMgO,

AlN, AlGaN and so on.
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